
1993 246,528 210,236 237,125 267,309 4,980 195,276 1,616,244 10,090 - 309,772
1994 256,670 233,435 469,557 173,180 2,469 128,714 1,672,172 14,597 - 375,618
1995 254,487 316,500 538,437 194,187 14,797 100,793 1,698,543 19,760 - 289,515
1996 280,066 334,514 470,457 156,687 286 132,257 2,165,776 20,353 - 310,287
1997 276,349 340,699 564,671 177,668 - 92,437 2,200,790 - - 431,704
1998 255,565 339,736 428,020 147,187 - 129,584 1,964,577 - 26,020 469,554
1999 321,438 365,469 498,400 107,776 - 86,405 2,128,876 - 36,215 414,905
2000 273,703 291,841 418,948 105,716 - 102,247 2,443,404 - 38,084 435,231
2001 284,477 322,310 438,396 91,428 - 220,364 1,681,621 - 17,888 455,919

1st Qtr 84,661 48,465 142,790 8,913 - 10,516 375,797 - - 117,406
2nd Qtr 44,038 113,286 51,751 15,158 - 50,716 284,250 - - 104,105
3rd Qtr 96,859 85,364 - 22,234 - 42,699 405,203 - - 122,569
4th Qtr 105,509 41,260 - 15,812 - 24,443 383,525 - - 109,400

1st Qtr 92,610 112,774 104,362 15,433 - 31,911 374,126 - - 96,478
2nd Qtr 35,351 66,795 26,941 16,118 - 61,110 384,942 - - 81,397
3rd Qtr 74,066 64,543 … 30,814 - 64,670 374,247 - - 91,874
4th Qtr 87,174 110,907 … 24,838 - 16,398 306,510 - 204 121,573
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PRODUCTION OF MAJOR COMMODITIES
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A.C.G.B. 
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Sources: Bureau of Statistics & State Planning Secretariat.

Last updated: 22/3/2004

R.A.S.C: Refractory "A" Grade Super Calcined Bauxite; A.A.C: Abrasive "A" grade Calcined Bauxite;
R.B.S.C: Refractory "B" Grade Super Calcined Bauxite; C.G.B: Chemical Grade Bauxite;
M.A.Z: Metal Grade Bauxite; A.C.G.B: Aluminous Cement Grade Bauxite.

1 Includes Road Grade Bauxite and Tailings.
2 Gold production includes OMAI production from January 1993.


